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\PPROVALS - ,¢l7}j...',‘" PRODUCIIIG PLANT CANCELS: J 6503
;/,)ff(_/ %G‘rﬂ;q)dg‘ Seattle DATE: 2-18-71

BULL;:“*TrE - DESCRIPTION % POUNDS GALLT

220 Whiting ' 68,63 1400

251 Mica ,WMC PEOK 9.80 200

260 Sericite, Narvem 14.70 . 300

045 Asbestos YRF 10 3.68 75

166 Hamacd 277 gum 1.23 25

330 Polyvinyl Alcchol 1.23 25

245 . Thickener .24 5

4573 Preservative .10 2

454 RNopco PD-1 Defoaner A5 3

164 Glyoxal BO% 24 5

TOTAL 106,06 2040

VANUFAGIURING TNSTRECTIONS:

-1, See Process Bulletin No, J-303,
2. Mixing time shall he 8 minutes minimum snd 12 minuvies maximum,

Viseosity

Application
Workability

v, 150 gm cylinder & 5 sec,
200 gm {0 150 e water

‘Bond

38 to 40 mm

g - 10

Equal to Standard
Equal to Standard
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PRODUCT SPECIFICATIONS:
Jest Method
TH-1 Viscosity 150 gm cylinder @ 5 see, 38 - 40 mnm
TM-14 Viscosity (mixing water of 142 cc/
200 gm) 150,000 to 275,000 cps
™-2 pH {Beckman meter) 8.2 ~-9,2
TH-3A Bond @ 65-80°F 9 - 10
TM~2, Slope Checking @ 110°F Light checking on thick end,
"No fissures or cracks.
TM-5 Open Time @ 65-80°F (minutes) 15 minimun
TM~7 Workebility (Hand or Ames tools) Equal to Standard
-9 Shrinkage (Cup Method) 27¢ maximam
- TM-12 Foaming {area covered) 50% maxinum
Th-12 Crit (total) 0.05% maximum. A1l
Passing 80 mesh,
TM~14 Voids Fqual to Standard
TM=15 Mixing Fgual to Standard
(No 1umps or dry agglomeratdd’
TM-16 Fate of Wetting (seconds) 30 maximam
TH-18 Weter Resistance (seconds) 2 minimum
TM-25 Normal Application Consistency 74 - 80
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